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江 苏 江 化 聚 氨 酯 产 品 质 量 检 测 有 限 公 司
Jiangsu Jhnghua POlyufethane Product Quality Testing Co。 Ltd
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Sample Name
Rigid Polyurethane Foam

made of Shawlonbour -7041
Testing Type Verifying

Applicant
Shanghai Keyu NeW MateHal

Technology Co。 ,Ltd,
Sampling Method sending

Manufacturer
Shanghai Keyu NeW MateⅡal

Tedlndogy Co,,Ltd.
Sample Status Ddeable

Quantity of
Sample

45×40× 10Crn Ye"0w-、 ″hite foaΠ1one block,can be checked.

sample ReCei.1`(E:H【 ∶I
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24/03/2020

Testing Period 24/03/2020~26∫ 03/2020

Test Standard GB厂Γ8813-2008、  GB    95ˉ2008

Testlteη s∴ Unk Test ResuIts
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Compression strength kPa 372

ThermaI Conductiˇ ior(23° c) =W/lm.k)∷
0.0300

Remarks:
1 . The testing organization accepts the entrusted inspection, and its test data and results only

prove the coniormity of the items detected by the sample' . - - -J. - --r rL^
2. fhe entrusted iniormation in the test report is provided by the entrusting party, and the testing

agency is not responsible for confirmation'
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Sample Pictures
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一、报告无捡测专用章或检测单位公章兀效。

二、报告无审核人、审批人签字儿效 :

三、部分复制报告尢效 :

卩Ⅱ、对捡测结果如有畀议,请于收到报告之日起十天之内向本单位提出:
五、委托检测、仅对来样负责。

六、中国聚氨酯 I∶业协会聚氨酯泡沫分析测试中心、江苏省聚氨酯产胛j质

量监督榆验站挂靠在江苏江化聚氨酯产品质量榆测有限公司 (独立法人 )s并
以其名义逋过同家计量认证 (CMA)和 囤家实验室 (CNΛS)。

检测单位 :中田聚氨酯丁业协会聚氨酯泡沫分析测试中心
江苏省聚氨酯产胛1质量监督检验站

江苏江化聚氨酯产品质量检测有限公司

地址:南京市经济技术开发区 (新港 )
电话 : (θ25)8566弱45/lO2匀 85664609

网 址 :llttp://lfl∽ v.putest.cll/

微 信 :139~s⒛ 09叨o、 19g~s1750097

恒竞路 l号

曲阝彐帛: 210046

邮 箱 :l)u龋 t@163.⑷ Ιn

QQ乓廴 254942685
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